
averaging 2.7% copper, 0.3% lead, 1.5% zinc, 12.6ppm silver and 1.47ppm gold.

Selective sampling has returned values up to 10.7g/t gold and 2.23% molybdenum.

TABLE 2 EASTMAN VMS PROSPECT: SIGNIFICANT INTERSECTIONS

From To Interval
Hole

(m)

(m

) (m)

Intersection Northing Easting

3.27 % Zn

0.99 % Pb

0.23% Cu

26.7 g/t Ag

ERC021 38 55 17

 0.04 g/t Au

7928005 240822

5.69 % Zn

1.86 % Pb

3.20 % Cu

26.50 g/t Ag

ERC021 65 77 12

0.41 g/t Au

7928005 240822

3.62 % Zn

1.28 % Pb

 7.91 % Cu

54.10 g/t Ag

Including 72 77 5

 0.89 g/t Au

7928005 240822

 2.19% Zn
ERC022 45 77 32

 0.86% Pb
7928036 240896

Note: Based on the available data the estimated true width correction factor approximately 55%.


